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introduces the outline and characteristics of the FAE 
sheet.

1. Outline of FAE sheets

1.1  Quality required for drilling
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the hole wall roughness is less than 10μm at 
maximum.

1.2  Development of lubricant resin

Key points required for lubricant resins to decrease 
hole wall roughness, an important characteristic of 
drilling, are as follows.
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