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Unlike the blast furnace process, which utilizes coking
coal, the direct reduction process utilizes natural gas
and non-coking coal as a reductant. The worldwide
production of direct reduced iron (DRI) has rapidly
increased. This paper outlines the history and prospects
of the market for direct reduced iron.
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