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the arrow, the processing parameters, such as slag 

basicity during secondary melting, must be 

controlled more accurately.

2. Characteristics of ultra-high strength wire rod  
 for valve springs�ve spr��
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relationship between the amount of Cr added and 

grain size. Fig.12


