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were conducted on these three types of specimens, 

each having different dimensions, so as to study the 

effect of crack length reaching the horizontal plate. 

Each vertical member was made of two steel plates 

butt-welded by electrogas arc welding (EG welding). 

The vertical members were welded to the horizontal 

members by CO
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