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the concentration of Ti dissolved in a range from 
ppm to ppb. In addition, the operation improvement 
of the actual machine has enabled quantitative 
evaluations of whether or not the concentration of 
dissolved Ti could be reduced to less than the index 







have been established.
 The concentration of Ti dissolved by the 
trace amount, the number of TiN particles, and 


