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metal dilution. The decline in joint strength poses 
a particular challenge,



Both products share the common advantage 



7 mm, satisfactory appearances and mechanical 
properties have been achieved. In the joint tensile 
test, the weld metal has fractured, but it satisfies 
the strength standards for the base metal and meets 
the requirements of the pressure vessel standard JIS 
B 8265. In semi-automatic welding performed by a 
welder,






