


impact test specimens were extracted from the 



Fig. 2  Fractographs of impact test specimens containing different Mn content at low LMP condition
(a) High Mn content, (b) Middle Mn content, (c) Low Mn content
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microscope, is depicted in Fig. 4 in its as-welded 
state, with the inclusion of low LMP conditions. 




