




 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 





 
 
 
 







 
 
Arc Welding of Aluminum and Aluminum Alloys 
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  The relationship between aging temperature , aging time and Vickers hardness of 
a heat -treatable t-o 



 
 



 
 

Arc W75-105  2 30 min 

T81 

shaping process + Artificially aged 
245 min 205 min  8 min 

T6 
Solution heat treated + 
Artificially aged 

265 min 235 min  8 min 
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