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Bar –  Hot Forging –  Quenching and  Tempering –  Machining
Bar –  Hot Forging(Rapid Cooling in Part)              –  Machining

Bar –  Spheroidizing –  Cold Forging –  Quenching and�
Tempering –  Machining –  (Induction Hardening)

Bar –  Quenching and Tempering  –  Machining –  (Induction �
Hardening)
Bar                                                      –  Machining –  (Induction �
Hardening)

Bar                              –  Cold �
Steel

Direct Cutting�
Steel

Wire Rod –  Spheroidizing –  Drawing –  Cold Heading�
 –  Quenching and Tempering  –  Plating –  Baking

–  Machining

まえがき＝自動車のエンジン部品や動力伝者

発 し た 鋼 を 中 心 に ， 各 種 非 調 質 鋼 の 特 徴 と 自 動 車 部 品 への 適 用 例 に つ い て 紹 介 す る 。

1. 非調質鋼の開発経緯と種類

非調質鋼を適用すると，焼入れ・焼戻し処理に必要な
労務費やエネルギが削減でき，生産のリードタイムや∵







などの中炭素鋼をもちいて球状化焼なましを施し，冷間


