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1．解析手法

マトリックス樹脂に損失係数の大きな制振材をもちい
た一方向栖

FRPの振動解析技術 connected in series． This
method proved to be sufficiently reliable for FRP vibration characteristics of predictions． As an application
example，a boring bar made of high damping CFRP was used．

第1図 解析の流れ
Fig. 1 Flow of analysis
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