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1．2 摩擦特性

鉱油＋牛脂（組成約 1 : 1，粘度 45cSt（38℃），酸価 9
mgKOH/g，ケン化価М Fukuda・Haruhiro Ibata・Shinichi Tarumoto・Mamoru Sawada

Higher constrained yield strength and galling susceptibility are typical characteristics of commercial cold
rolled pure titanium strip. Lubricants with high saponification value are effective in reducing the rolling
pressure and to prevent galling. The optimized selection of lubricant and










