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面近傍に存在するγ

  

In this paper, saturation magnetization measurement was successfully applied to evaluate the volume 
fraction of metastable retained austenite (γR) in low-carbon TRIP aided multi-phase steel sheet. The γR of 
this steel becomes unstable at the surface due to a lack of lattice constraint. The X-ray method, conventional 
method, proved to evaluate the volume fraction at the surface. On the other hand, saturation magnetization 
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